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",Attentmm C. W. 3olllns
Iu nccoxéanoe wiik vour instmcbions and 1 com'vllanre with ASTM
Cl40-29 we have mads tests c Lollow concrete masonry units which
LT reprewnmtive szmpled 30 Fomr Hapa, Cali!orn.;a plam on
6-- A Our vesulis sre es followsi
L&h- ::Un 563);1
Muterinl: Hollow concrete masonry Unjita

Bources Baselt Rock Gompeny

T  Stwer . 7 5/8F IS5 5/8% 7 58 hivk (1 15" mintman walls)
Groas Ares: 119 8q. in .
Cmpresa‘ioﬁ' . ) A’bsorpt,.icin L’;oi sture cont“rant
ﬂrqu}p _,~_E_!;{ 11’.5 ._\Qg}i,ﬂ!.-“gj_- % as recsived
T 1341 | 0.0 . 16,2
2 1278 16,2 . 3.9
3 122 , 0.2 8.4
I 1281 9.8 16.9
5 1340 10.1 104
' 1293 svg. 0.1 - 10.8
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. P )
/ . _’f ;‘ ¢
' S L

K
!

o9asbdssgofso

. . . . - ) o N
FORM Al10 - - : . - . /

Approved For Release 1999/_08/2‘7 : CIA-RDP78



